® T500° POLYMER
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Graph 1: Coefficient of friction for T500°
as a result of the surface speed,;
p = 7.6 kgficm? shaft Cold Rolled Steel
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Graph 3: Permissible p x v values for T500° running dry against a steel shaft, at 20;(_:.




